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SAMPLE DESCRI PTI ON:

(L) THE NETHERLANDS

TWD (2) SETS OF SUBM TTED SAMPLE SAI D TO BE :

| TEM NAME

| TEM NO
MANUFACTURER
BUYER

COUNTRY OF ORIGA N

TYPQ
08850.

PANELY (HK) LTD.

U GAMES EURCPE B. V.
CH NA
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TESTS CONDUCTED:

AS REQUESTED BY THE APPLI CANT, FOR DETAILS REFER TO ATTACHED PAGE(S)
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CONCLUSI ON:
TESTED SAVPLE
TESTED COVPONENTS OF
SUBM TTED SAMPLE SETS

STANDARD
PHTHALATES CONTENT REQUI REMENT | N ANNEX

RESULT
PASS

XVIT I TEMS 51 & 52 OF THE REACH REGULATI ON

(EC NO 1907/2006 & AMENDMENT NO
552/ 2009 (FORMVERLY KNOWN AS DI RECTI VE
2005/ 84/ EC)
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| NTERTEK TESTI NG SERVI CES HK LTD.

KAREN S. C. NG
GENERAL MANAGER
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TESTS CONDUCTED

1 PHTHALATE CONTENT TEST

WTH REFERENCE TO EN14372, BY GAS CHROVATOGRAPHI G- NASS SPECTROMETRIC ( GC- M)

ANALYSI S.
RESULT (% w w)
(1) (2) (3)
DI BUTYL PHTHALATE ( DBP) <0. 01 <0. 01 <0. 01
DI ETHYL HEXYL PHTHALATE ( DEHP) <0. 01 <0. 01 <0. 01
BENZYL BUTYL PHTHALATE (BBP) <0. 01 <0. 01 <0. 01
SUM OF THREE PHTHALATES <0. 01 <0. 01 <0. 01
LIMT (MAX.) 0. 1% (W w)

RESULT (% w w)
2

(1) (3)
Dl -1 SO NONYL PHTHALATE (DI NP) <0. 01 <0. 01 <0. 01
Dl - N- OCTYL PHTHALATE ( DNOP) <0. 01 <0. 01 <0. 01
Dl - 1 SO DECYL PHTHALATE (DI DP) <0. 01 <0. 01 <0. 01
SUM OF THREE PHTHALATES <0. 01 <0. 01 <0. 01
LIMT (MAX.) 0. 1% (W w)
RESULT (% w w)
(4) (57 6/ 7)
DI BUTYL PHTHALATE ( DBP) <0. 01 ~<0.01
DI ETHYL HEXYL PHTHALATE ( DEHP) <0. 01 <0. 01
BENZYL BUTYL PHTHALATE (BBP) <0. 01 <0. 01
SUM OF THREE PHTHALATES <0. 01 <0. 01
LIMT (MAX.) 0. 1% (W w)
RESULT (% w w)
(4) (57 6/ 7)
DI -1 SO NONYL PHTHALATE (DI NP) <0. 01 ©<0.01
Dl - N- OCTYL PHTHALATE ( DNOP) <0. 01 <0. 01
Dl -1 SO DECYL PHTHALATE (DI DP) <0. 01 <0. 01
SUM OF THREE PHTHALATES <0. 01 <0. 01
LIMT (MAX.) 0. 1% (W w)
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TESTS CONDUCTED

REMARK : THE ABOVE LIM T WAS QUOTED ACCORDI NG TO ANNEX XVI'l1 | TEMS 51 & 52 OF
THE REACH REGULATION (EC) NO 1907/2006 & AMENDMENT NO. 552/2009
(FORVERLY KNOWN AS DI RECTIVE 2005/84/EC) FOR PHTHALATE CONTENT I N
TOYS AND CHI LDCARE ARTI CLES.

DETECTION LIMT = 0.01% (w w)
< = LESS THAN

TESTED COVPONENTS :

COATI NGS ON METAL (LI D, SIDE, BASE OF CASE).
LACQUER ON METAL (SIDE, |INTERI OR OF CASE).
COATI NGS ON PAPER CARD ( GAME CARD) .

COATI NGS ON PAPER SHEET (I NSTRUCTI ON BOCK) .
BLACK PLASTI C ( HOURGLASS) .

TRANSPARENT PLASTI C ( HOURGLASS) .

OFF WHI TE PLASTI C ( TRAY).

NSNS AN AN
~NO O WN
N e e

DATE SAMPLE RECEI VED : JAN 07, 2010
TESTI NG PERIGD : JAN 07, 2010 TO JAN 12, 2010
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